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Date

CE/2014/33463

3/24/14

CE/2014/95873

10/7/14

KA/2014/11816

2/13/14

CE/2014/A5240

11/5/14

CE/2014/A5241

11/5/14

CE/2014/B1560

11/21/14

CE/2014/24838

3/4/14

CE/2014/B4428

12/3/14
Remark: 1. Cd<100ppm; 

2. Pb, Hg, Cr6+, PBBs, PBDEs<1000ppm;
3. Br<900ppm, Cl<900ppm, Br+Cl<1500ppm

RoHS Excemption: none

- - - - -

Part NO.: SRF2012AA,  SRF3216A Series

2 Copper/ Coating

3 Terminal Silver paste_DP4303W

1/28/15
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The Restriction of Hazardous Substances

Ferrite Ni-Zn SeriesFerrite body1

Remark
Homogeneous 

Material Construction Element (subpart)No. Cr6+

Adhesive6

Solder Base4 Nickel

EPOXY_ME-5890LC

Solder

http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS1.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS2.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS3.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS4.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS5.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS6.pdf
http://www.bourns.com/docs/RoHS-Test-Reports/SRF2012AA_SGS7.pdf



