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MATERIAL DECLARATION SHEET 

 

 

No. Construction 
Element(subpart) 

Homogeneous 
Material  

Material 
weight [g] 

Homogeneous 
Material\ 

Substances 
CASRN 

if applicable 
Materials 
Mass % 

Material 
Mass % of 

total unit wt. 

Subpart 
mass of 
total wt. 

(%) 
1 Slide contact holder POM 2.200 Polyoxymethylene 30846-29-8 100 3.631 3.631 

Carbon 7440-44-0 0.040 0.001  

Manganese 7439-96-5 0.210 0.007  

Phosphorus 7723-14-0 0.011 0.0004  

Sulfur 7704-34-9 0.013 0.0004  

Silicon 7440-21-3 0.010 0.0003  

Aluminum 7429-90-5 0.045 0.002  

t1.2 Steel 1.845 

Iron 7439-89-6 99.671 3.372  

3.178 
2 Lever 

Nickel Plating 
(2~3um) 0.205 Nickel 7440-02-0 100 0.205  0.205 

Tin 7440-31-5 8.45 0.0075205  

Phosphorus 7723-14-0 0.09 0.0000801  

Lead 7439-92-1 0.003 0.00000267 

Iron 7439-89-6 0.002 0.00000178  

Zinc 7440-66-6 0.004 0.00000356  

Copper 7440-50-8 

Tin 7440-31-5 

t0.08  Phosphor 
Bronze 

0.054 

Phosphorus 7723-14-0 

91.451 0.08139139 

0.089 

Material Number PTS60 

Product Line POTENTIOMETER 

Compliance Date 2015/12/23 

RoHS Compliant YES MSL N/A 
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  Silver Plating 
(0.5~1um) 0.006 Silver 7440-22-4 100 0.01  0.01 

4 O Ring NBR 0.117 Nitrile rubber 9003-18-3 100 0.193 0.193 

5 Spacer POM 2.542 Polyoxymethylene 30846-29-8 100 4.195 4.195 

Iron 7439-89-6 99.59 15.427  

Chromium 7440-47-3 .18 0.028  

Nickel 7440-02-0 .08 0.012  

Manganese 7439-96-5 .10 0.015  

Molybdenum 7439-98-7 .03 0.005  

6 Prop ψ3 stainless steel 9.386 

Copper 7440-50-8 .02 0.003  

15.491 

Copper 7440-50-8 10.5 1.031  

Epoxy 26265-08-7 62.0 6.086  Element Glass Fiber 5.948 

Glass fiber 65997-17-3 27.5 2.700  

9.817 

PF resin 9003-35-4 59 0.049  

Calcium carbonate 1317-65-3 26 0.021  Carbon Film 0.05 

Carbon black 1333-86-4 15 0.012  

0.083 

Phenol resin  9039-25-2 50 0.041  

Calcium carbonate 1317-65-3 10 0.008  

7 

Resistor 

Silver film 0.05 

Silver 7440-22-4 40 0.033  

0.083 

Carbon 7440-44-0 .040 0.0005  

Manganese 7439-96-5 .210 0.002  

Phosphorus 7723-14-0 .011 0.0001  

Sulfur 7704-34-9 .013 0.0002  

Silicon 7440-21-3 .010 0.0001  

Aluminum 7429-90-5 .045 0.0005  

8 Terminal 

t0.5 Steel 0.6318 

Iron 7439-89-6 99.671 1.155  

1.043 
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  Sn Plating (3~8um) 0.0702 Tin 7440-31-5 100 1.159  0.116 

Carbon 7440-44-0 .040 0.012  

Manganese 7439-96-5 .210 0.065  

Phosphorus 7723-14-0 .011 0.003  

Sulfur 7704-34-9 .013 0.004  

Silicon 7440-21-3 .010 0.003  

Aluminum 7429-90-5 .045 0.014  

t0.5 Steel 16.9245 

Iron 7439-89-6 99.671 30.934  

27.933 
9 Frame (Above) 

Nickel Plating 
(3~8um) 1.8805 Nickel 7440-02-0 100 3.103 3.103 

Carbon 7440-44-0 .040 0.009  

Manganese 7439-96-5 .210 0.065  

Phosphorus 7723-14-0 .011 0.003  

Sulfur 7704-34-9 .013 0.004  

Silicon 7440-21-3 .010 0.003  

Aluminum 7429-90-5 .045 0.014  

t0.5 Steel 16.812 

Iron 7439-89-6 99.671 30.729  

27.747 
10 Frame (Under) 

Nickel Plating 
(3~8um) 1.868 Nickel 7440-02-0 100 3.083 3.083 

  Total weight (g) 60.59     
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Important remarks: 
1.  It is the responsibility of the user to verify they are accessing the latest version. 
  


