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MATERIAL DECLARATION SHEET 

Material Number H-90  Adjustment Tool 

Product Line Trimpot 

Compliance Date Since inception 

RoHS Compliant Yes       MSL  N/A 

 
 
 

 

 
 

Homogeneous 
Material\ CASRN 

No. Construction 
Element(subpart) 

Homogeneous 
Material  

Material 
weight 

[g] Substances if 
applicable 

Materials 
Mass % 

Material 
Mass % 
of total 
unit wt. 

 
Subpart 
mass of 
total wt. 

(%) 
Polybutylene 
Terephthalate 

30965-26-
5 55.00 48.73 

Glass Fiber 65997-17-
3 30.00 26.58 

Antimony 
Trioxide 

1309-64-
4 4.00 3.54 

1 Plastic body PBT plastic 5.29 

TBBPA 
Polymer 

Trade 
secret 11.00 9.75 

88.61% 

Iron 
7439-89-

6 98.25 9.87 

Manganese 
7439-96-

5 0.75 0.08 2  Clip Nickel Plated 
Spring Steel 0.6 

Nickel 7440-02-
0 1.00 0.10 

10.05% 

Iron 7439-89-6 70.00	 0.94 
Chromium III 7440-47-3 18.00	 0.24 

Nickel 7440-02-0 9.00	 0.12 
Manganese 7439-96-5 2.00 0.03 

3 Blades Stainless steel 0.08 

Silicon 7440-21-3 1.00	 0.01 

1.34% 

  Total weight 5.97   
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This Document was updated on:  April 2nd, 2018 

Important remarks: 
1.  It is the responsibility of the user to verify they are accessing the latest version. 
 

 


